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i Ed M S AP TSR AT HBS96074EEN 3. 85V 4100/4200mAh
#8224 Chitase 15.79/16. 17%h (Rated/Typ)
Name of Sample Ex Rechargeable Li-ion Polymer Battery HB596074EEW 3.85V 4100/4200mAh
Erglish 15.79/16. 17Wh (Rated/Typ)
A 1119110138
Sample No.
E3X V) KB ) Bmrgiis g
Consignor SCUD (Fujian) Electronics Co., Ltd.
A FEB LS KR GEdD HTFATIR L
Manufacturer SCUD (Fujian) Electronics Co., Ltd.
B 5 ik BRAIE €6 Tfa b SRz i@ ol kA bR vE-FA)

ST/SG/AC. 10/11/Rev. 6 Amend. 1 38.3 UNITED NATIONS “Recommendations on the TRANSPORT
OF DANGEROUS GOODS” Manusal of Tests and Criteria ST/SG/AC. 10/11/Rev. 6 Amend. 1
Section 38.3

Accepted Date

Hl et WA GO T b BRI "I ARETI
ST/SG/AC. 10/11/Rev. 6 Amend. 1 38. 3 UNITED NATIONS “Recommendations on the TRANSPORT
Criterion OF DANGEROUS GOODS” Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 6 Amend. 1
Section 38.3
S m
Fst G WA
Appearance Black Plastic film shell
B2 8 5 HrlAeit B

2019-11-08 2019~-11-11 ~ 2019-12-10

Test Date
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Altitude simulation, Thermal test, Vibration, Shock, External short

Test ltems circuit, Crush, Overcharge, Forced discharge
R, ZFE R ARAE (X FRERe Bz g i1 k5 bR E T
ST/SG/AC. 10/11/Rev. 6 Amend. 1 38. 3hsifEdisk,
ol =2 The sample has passed the test items of UNITED NATIONS “Recommendations on the
TRANSPORT OF DANGEROUS GOODS” Manual of Tests and Criteria ST/SG/AC. 10/11/Rev. 6
Conclusion Amend. 1 38.3
ERH] Dateds  2019-12-11
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Name of Te Standard requirement or The -
S q
No. i Clause Number of Standarg TestResult [ Conclusion | Remark
ems
W O T T E i i 15 e Tk
—%—Eﬁm /ﬁ‘:l Y ST/SG/AC. IO/II/R@V 6 Amend. 1 38.3 | G} | 7
1 Altitud 4T 1 o . See Appendix 1 % /
L1y L€ UN Manual of Tests and Criteria Passed
simulation ST/SG/AC.10/11/Rev. 6 Amend. 1 Section '
38.3 Test T.1
WEE T R MGk TS iR A X 17 o Ty
5 R /;ll}]_) ) ST/SG/AC.10/11/Rev. 6 Amend.1 38.3 WL 2 Al
: " ; See Appendix 2 ;
Thermal test UN Manual of Tests and Criteria £ PaL;Qed /
ST/SG/AC.10/11/Rev. 6 Amend. 1 Section o
'58 5 Test T.2
ﬂ ((J\ PR R iaimi ol A% by
R {ﬁ ]: ST/SG/AC.10/11/Rev. 6 Awend. I 38.3 LB 3 e
3 Vib - LUGT. 3 ] See Appendix 3 g 8 /
lbration UN Manual of Tests and (riteria Passed
ST/SG/AC.10/11/Rev. 6  Amend. 1 Section h
38.3 Test T.3
RGO T are % s § AbR
pHE (ﬂjw» ST /%, AC10/11/Rev. 6 Awend. 1 38.3 | WLEHL 4 R
4 40T, 4 See Appendix 4 a5 /
Shock UN Manual of Tests and Criteria Passed
ST/ "“(;' C.10/11/Rev. 6 Amend. 1 Section
38.3 Test T.4
I3 ’\lﬂ LT el MM & B s s
S s ff‘y M) ST/SG/AC.10/11/Rev. 6 Amend. 1 38.3 [ [pi & 5 A ,
5 WIGT. 5 S sl i B £
2 5 AL See Appendix ! AT
External short UN Manual of Tests and Criteria ’ Passed
circuit ST/SG/AC. 10/11/Rev. 6  Amend. 1 Section
8.3 Test T.5
W O T ke TR UBa it o [ g br
¥E i I ST/SG/AC.10/11/Rev. 6 Amend. 1 38.3 LB e ¢ Am
6 See Ap wndlx 6 A /
Crush UN Manual of Tests and Criteria Passed
ST/SG/AC.10/11/Rev. 6 Amend. 1 Section
38.3 Test T.6
WA OF FRRRTTmEmmaE o [T s ihn
7 fit]_ 1) ST/SG/AC. 10/11/Rev. 6 Amend. 1 38. 3 WL 7 At p
7 AT, 7 See Appendix 7 (g
Overcharge UN Manual of Tests and (riteria Passed
ST/SG/AC. 10/11/Rev. 6 Amend. 1 Section
38.3 Test T.7
TSI O T RS B a0 R e b
HET ) ST/SG/AC. 10/11/Rev. 6 Anend. 1 38.3 | WLpH A 8
SR PRI TR FEL fe . A
8 : LT, 8 See Appendix 8 s /
Forced discharge UN Manual of Tests and Criteria Passad
ST/SG/AC. 10/11/Rev. 6 Amend. 1 Section
38.3 Test T.8
FowUIEZ 5= St HEGERIE:21°C-23°C R BRI - /%
Test Erifiiontient Ambient temperature:21°C-23°C ;Amhlent humidity:/%
Condition J
A IR /
Test Item
N e s
g = 1N
Subcontracted Test R / ol /
Condition Subcontracted | Name Post o
Laboratory M hk / W15 /
Address Tel
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i3 1 BRRE LA | R
No. Name of Test ltems | Ajtitude simulation
‘ % KIEA Befor RE :
#e | Hank o REE Mgk | #ih 0| e
%5 Sample Status RE Tk, R = FEE)E | Mass Loss | Residual |#L%
Sample Mass OCv Mass ocv OCV  |Other
No. /g N /g v 1% /%  |Event
1CYCHE4s AL . =0 =
001 [ oye Pully chargea | 58-5297 | 4.39 | 58.5301 | 4.39 0. 00 100.00 | ©
" 1CYCHE A Aol = . ’ =
002 | 1eye Fully charged | 58-8060 | 4.38 | 58.8059 | 4. 38 0. 00 100.00 | ©
: 1CYCHEA: A8, - \ .
003 | 1ovc Fuily charged | 58. 4658 4.38 | 58.4659 | 4.38 0. 00 100.00 | ©
1CYCHE A AL = . 3 A° :
004 | 1ove Fully sharged | 5. 4254 4.37 | 58.4259 | 4.37 0. 00 100.00 | ©
1CYCHE A AL e =
005 | jeyc Rully charged | 98- 5920 4.38 | 58.5919 | 4.38 0. 00 100.00 | ©
. 25CYCHEA et 1 . . o p
006 | 550YC Fully charged | 98-7086 |  4.39 | 58.7085 | 4.39 0. 00 100.00 | ©
- 25CYCHER AN = . 19
007 | 250vc Fuisy ebanged | D8- 4629 1.39 | 58.4628 | 4.38 0: 00 99.77 | ©
. 25CYCyE Al o 9 ~
008 | g5ev6 Fuloy chacsed | B8 3717 4.39 | 58.3717 | 4.39 0. 00 100.00 | ©
25CYCyE ATl c na - =
009 | s50vc Fully dhacged | 58-8857 |  4.38 | 58.8857 | 4.38 0. 00 100.00 [ O
25CYCHEAS A Il o e - 0Qr :
010 | spoomny iy Sl 8. 7982 | 438 | 587282 | 438 0. 00 100.00 | ©
;LWF/HFFT]”AS space intentionally

FiE: LR V-RA DMK R-SAL PRk 0-RR. RIBA. LMK, RE. Tk,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage.No Venting,
No Disassembly,No Rupture & No Fire.
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5 9 AWRRA AR | AR
No. Name of Test Items Thermal test
#5 | Haks UL Befoie BBE A | gginn] manm s
%5 Sample Status RE | kb E & FF# W& | Mass Loss| Residual W%
Sample Mass oCv Mass OCVv OCV [Other
No. /g IV /g A% % 1% Event
001 |yt | 585301 | 4.39 | s8.5091 | 4.2 0.02 | 98.41 | o
002 | Gt | 58,8059 | 438 | 58.7950 | 4.1 002 98.40 | o
003 | oyt ol o | 58.4659 | 438 | 58.4547 | 4 32 0.02 98.63 | o
004 | oG ®Al | 584250 | 437 | 58.4140| 431 0:02 | 9863 | o
005 | oyc oot 1585919 | 438 | 58.5805 | 4 a1 0. 02 98.40 | o
006 | perepornot | 58.7085 | 4.39 | 58.6978 | 4.2 0. 02 98.41 | o
007 | prepomit | 58.4628 | 4.38 | 58.4517 | 432 0.02 | 98.63 | o
008 | seorpmaioite, | 68.8717 | w89 | s8.3610 | 432 0.02 | 9841 | o
009 | poctc porsy ey | 58.8857 | 4.38 | 58.8749 | 431 0.02 | 9840 | o
010 | Lo i fil 1587282 | 438 | 58.7173 | 4.31 0.02 | 98.40 | o
R F This spalc:ﬁi[i)rll::ltkionalh
Gk LR V-RA DMK R FRK 0-RR. RRA. AMA. BRA. LAk

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage.No Venting,
No Disassembly,No Rupture & No Fire.
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B 5 WRRE LA | )
No. Name of Test Items [ yippat ion

#e | HaRr A Bt REEAY ggmk | sieek | e
%5 Sample Status RE FREE| RE Fr#& ¥ & | Mass Loss | Residual WL

Sample Mass ocv Mass oCcv |« OoCvV Other
No. /g vV /g /V /% /% Event
0L | oy ury ot 0 1585191 | 432 | 58.5233 | 4.2 0.00 | 100.00 | o
002 | il o 158.7950 | 4.31 | 58.7981 | 431 0.00 | 100.00 | o
003 | o Ger el o 158.4547| 432 | 58,4581 | 431 0. 00 99. 77 0
004 | | EERE 1884140 431 584178 | 431 0.00 [ 100.00 | o
005 | |y poethl o 158.5805 | 4.31 | 58.5841 | 431 0.00 | 100.00 | o
006 | porporil 1586978 | 4.32 | 58.7015 | 431 0.00 | 99.77 0
007 | jemepil 1584517 | 4.32 | s58.4552 | 4.3 0.00 [ 100.00 | o
008 | pore ppii® o 158.3610| 4.32 | 583637 | 430 0.00 [ 100.00 | o
009 | peppia il . 58,8748 | - 4,81 58. 8771 4. 31 0.00 | 100.00 0
010 e 58.7173 | 4.31 | 58.7217 | 4.31 0.00 | 100.00 | o

25CYC Fully charged

\ *F;’g,ﬁ’”lis space intentionally
left blank

FE: L-R V-RBA D-AEAR R-ZKZ F-A2 K 0-F iR, LA, MR, kB, Ak,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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25CYC Fully charged

SRICI Testing Co., Ltd. Test Report—Appendix 4 N0.1119110138
6/11
5 J AR B 4 A Mt
No. Name of Test Items Shock
e 5
¥ kA IRIEAT Before RIS After /ﬁé"ﬁk FlowE | L
P Samiple Stdtus FRE | FROE| RE Fr 3%, JE | Mass Loss | Residual | BL&
Sample Mass ocv Mass ocVv ocv Other
No. /g /V /g /V /% /% Event
001 | yoroponyrot o | 58.5233 432 | s8.5215 | 4.31 0. 00 99.77 | o
002 | oy pert Y 1 sg79st| 431 | 58.7976 | 431 0. 00 100.00 | o
003 | oy | 58.4581| 431 | 58.4572 | 4.31 0.00 | 100.00 | o
004 | oyt ®® 1584178 | 4.31 | 58.4173 | 4.31 0. 00 100.00 | o
005 | oyepriie® | ss.5841| 4.31 | 585840 | 431 0.00 | 100.00 | o
006 | sscreporiy e | 58.7015| 4.31 | 58.7007 | 4,31 0. 00 100.00 | o
007 | gscreprinioe 1 58.4552 | 4.32 | 58.4545 | 431 0.00 99.77 | o
008 | pscre iy e o | 58.3637 | 4.32 | 58.3636 | 4.31 0.00 99.77 | o
009 | e ra il se grr1 | ami | seavE | 4m 0. 00 100.00 | o
010 e 58.7217 | 4.31 | 58.7215 | 4.3 0.00 | 100.00 | o

PR

This space intentionally

left blank

i LR V-RA DMK R-BAL PR K 0-RR. RBRA. AMIK. RHE. X,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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