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TQanne(ﬁ7Sannple: Rechargeable Li-ion Polymer Battery HB52577TEEW
3.85V 3700/3800mAh 14. 25/14. 63Wh (Rated/Typ) |
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Statement
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The test report is invalid if it is not affixed the offical seal of the laboratory to it.
SN RS REF MBS AT (SRRl EHE) T

Copies of the test report without the offical seal of the laboratory are invalid.
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The test report is invalid without the signatures of compiler, checker and approver.
A T PR e

The test report is invalid if it is blotted out.
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It is forbidden to copy the test report partially without the written approval of the
laboratory.
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The conclusion of the consignation test is only valid for the provided sample.
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The test report has been drafted in Chinese and translated into English (if exist)
for convenience only. In the event of discrepancy, the Chines version shall prevail.
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Unless noted otherwise, the test type is consignation test.

Hibik:  _WETT SR AR 345 5 Address: No.345 East Yunling Road, Shanghai
B gt (Post Code): 200062

HL UG (Tel): (021) 31765555 f& 3 (Fax): (021) 31015117

WIdE (web site): www.ghs.cn

HL- {54 (E-mail): zmh@ghs.cn
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S 75 A B SRS i HB525777EEW 3. 85V 3700/3800mAh
14. 25/14. 63Wh (Rated/Typ)

Rechargeable Li—ion Polymer Battery HB525777EEW 3. 85V 3700/3800mAh

Test method

Name of Sample Ex ]
English 14. 25/14. 63Wh (Rated/Typ)
M5 1119090347
Sample No.
ER- ¥4 KB EED AR A
Consignor SCUD (Fujian)Electronics Co., Ltd.
A FRAS KB GEED R A
Manufacturer SCUD (Fujian)Electronics Co., Ltd.
ol sk A E GeTREREmr s MEEaA) (20th) FrEklE 18855
AN Ty UNITED NATIONS “Recommendations on the TRANSPORT OF DANGEROUS GOODS” Model

Regulations (20th) special provisions 188

BeAE (TR SYERmENE MEEA) (20th) FFERME 18855

'ﬂiﬁ_’ﬁ UNITED NATIONS “Recommendations on the TRANSPORT OF DANGEROUS GOODS” Model
Criterion Regulations(20th) special provisions 188
7 o n — ‘
R Rl KT FLARARAE (380mm X 280mm X 165mm) , P4 2120 HiE .
Appearance Rectangle corrugated carton (380mmX 280mmX 165mm), containing 120 lithium batteries.
3 I 2 s S
GRiz L by 2019-09-25 AL B 2019-09-25 ~ 2019-09-26
Accepted Date Test Date

AR R B

1. 2mk vk A5
1. 2m Drop test

Test ltems
BT RE A RE AR SZ L. 2mEk &S .
The tested package is capable of withstanding a 1
A g
Conclusion
A2 3 (D
&ix WA WIRIERY . Inner package:
‘ WHMBE (ke): 8.4 MG (R
Comment
&SI bR e / R B 4 AL
Consignor 350015
Address Post Code

Approver:
RE

Title:

oA VA CEZA B % %)
%"‘ 'W Checker: @ Con’)pi]er: @g’

B TR (Vice chief engineer)
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55 | Name of Test | Standard requirement or The ST )‘"’_ 2
No — Clause Number of Standard Test Result Conclusion |Remark
AR R
11, TS BOLh A
&), 5 N At o
The package is not
Jiji |cracked. No damage to
g |battery contained, No
JEE shifting of the contents
%;‘{3 to battery contact, No
releasing of contents.
BAE CeT R iyai
FIEETS e
A) (o) HFAAELSSSE | | EERAR, AR | ik /
K 17, T S BRI BB | Passed
UEJITED NATIONS 1, To N B -
1. 22K Recommendations on the The |package s Hab
RSP TRANSE ORT OF DANGEROUS i [cracked. No damage to
1 1.2m GOODS MOdEI 47 |battery contained, No
Drop Test Regu}atlons(ZO’-ch) ] [ shifting of the contents
special provisions 188 i [to battery contact, No
releasing of contents.
I ARRERL, AR R
1, &5 B A RS
. The package is not
% cracked. No damage to
battery contained, No
ffi | shifting of the contents
to battery contact, No
releasing of contents.
w3 S At
Test Enwronment FREEUR S - 23°C AR /%
Condition Ambient temperature:23°C, Ambient humidity:/%
AR B ;
Test Item
K eERER o —
Subcontracted Test AR o M / R % /
Condition Subcontracted Nafre Flost Gade
Laboratory Hohk / wE /
Address Tel

w,
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