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N IR HF
Test Report

BB RO L B HBA8GS86ECW 3. 82V
4100mAh/15. 66Wh (rated.) 4200mAh/16. 04Wh (Typical)

Li-ion Polymer Battery HB486586ECW 3. 82V
4100mAh/15. 66Wh (rated.) 4200mAh/16. 04Wh (Typical)
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Shanghai Research Institute of Chemical Industry \O. 1119030370

Testing Co., Ltd. Test Report -
W 5 BRI HIBAS6586ECH 3. 82V 4100mAh/15. 66Wh (rated. )
P
ﬁ-u%,g # Chinese 4200mAh/ 16, 0AWh (Typical)
Name of Sample 3 Li-ion Polvmer Battery HBA86386ECW 3. 82V 4100mAh/15. 66Wh (rated. )
L
English 4200mAh/16. 0AWh (Typical)
B8 1119030370
Sample No.
E32 ¥ JocHE A - f B AT B2 5]
Consignor /
b X YRR R AT R A+
Manufacturer Shenzhen Sunwoda Intelligence Technology Co., Ltd
Rl ik et IH Ud‘ﬁ..ﬁ%ﬂ%l_ﬁ‘ AR FETEiA) (19th) RFkHi s 1884k .
£ v UNITED NATIONS “Recommendations on the TRANSPORT OF DANGEROUS GOODS” Model

Test method

Regulations (19th) special provisions 188

A H T EREYEMAAHBCE MEEA) (9th) FrklE 1882k
“Recommendations on the TRANSPORT OF DANGEROUS GOODS” .‘r‘]nde[

I EATA UNITED NATIONS
Cilleian Regulations(19th) special provisions 188
i=J
H st KA TE AR 4RA0 (370mm X 275mm X 145mm) , P35/ EHL .
Appearance Rectangle corrugated carton(370mmX 275mmX 145mm), containing lithium batteries.
B &g AW 9019-03-25 HrlAiE B 2019-03-25 ~ 2019-03-25
Accepted Date I'est Date
‘ 1. 2mik 4 1N
AR 1. 2m Drop test
Test ltems
WA A B RS2 1. 2mBk P o
The tested package is capable of withstandi m drop test.
AR 4
Conclusion e =
fwmﬁpw_
£33 WARE: WEHTHL. h’ﬁn]‘ ‘package: plm‘tjt.ray.
® ABAE (kg) : 9. 4 %ilanbrfumg 7.3
Comment
kIR Vo R / L &y
Consignor 518108
Address Post Code
B .1 i WA (351 % %)
Approver: o 1Y Checker: Compiler:
R

Title:

R CRMI (Vice chief engineer)
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Testing Co., Ltd. Test Report
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s R A B L AR ﬁfﬁ%‘*i#ﬁ'/ﬁ-%ﬁﬁ'ﬁ Bplss 2 AT | £z
o Name of Test | Standard requirement or The Test Result Conclusion |Remark
No ltems Clause Number of Standard
ORI, A
1, LB A R
&), oA 7R o
The package is not
Iji | ecracked. No damage to
¥ | battery contained, No
Ji< shifting of the contents
i [ Lo battery contact, No
releasing of contents.
BAE (KT ERITYNER
fyEcE AT
A (19th) FPARE1BB% AR, A |2 /
UNITED NATIONS o, TR B .
1. 24 “Recommendations on the The package is not
PR TRANSPORT OF DANGEROUS 1< | cracked. No damage to
] 1.2m GOODS” Model %1 | battery contained, No
Drop Test Regu@a;iuns(?QPh) ] | shifting of the contents
special provisions 188 flii | to battery contact, No
releasing of contents.
AL ARTER. AR
11, 7o T BT E A
&), oW i .
.. | The package is not
B cracked. No damage to
battery contained, No
ffi | shifting of the contents
to battery contact, No
releasing of contents.
B RS AAF
Test Environment %@E%ﬂ‘l& 2805 H\@Ef}!}i’}& /%
Condition Ambient temperature:23°C, Ambient humidity:/%
S )
N Test Item
o QAR : po pryey
Subcontracted Test SO EBE /
Condition Subcontracted Name Post Code
acte .
Laboratory o3k Wik
Address Tel




LA T A AT PR E)
oo AR E - WA
SRICI Testing Co., Ltd. Test Report—Appendix 0. 1119030370
3/3

:;_,E‘g:g—mated Capacity: - 4100mAH/15.66Wh
i nyprca*u'-fe;,a 2ty 4200mAh/16.04Wh

ok 4 i



