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FHE AL 1% Floor 1.A.B.D District of Floor 2 and Floor 3 to 9 of Comprehensive Building, No.2
Consignor Yihe Road, Shilong Community, Shiyan Street, Bao'an District, Shenzhen City.
Guangdong Province, P.R. China
13823288548 xiangjing@sunwoda.com www.sunwoda.com
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e e Co., Ltd.
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Test lab China 200062
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E¥{5 & Battery information
Ea A THES LI Li-ion A /
Name Polymer Battery Brand
= BT TS
= HB436486ECW RIGMRALS /
Type Original tested type
FRAREEL (V) 5 FEIEENT 5 !
‘Nominal voltage 3.82 Capacity/energy S900mih 143.8Wh
e XA -
'J:iﬁkti Aj 7L. L T F‘ rLA M | 1#[.4 filp/é'\lvﬂ(g)
oy Rechamnabl‘_ Li-ion single cell : N /
Description = o = Li content
battery
i hit(ke) 0.0590 SRR ST R AR SC black
Mass ) Appearance plastic film shell
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Original test report No. 1115070439 Date of test report 2019-03-20
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Test standard

FeA R (T Eps Mzt iy G mandEF
WF9aE 38.3 27 UNITED NATIONS "Recommendations on
the TRANSPORT OF DANGEROUS GOODS" Manual

of Tests and Criteria 38.3

ST/SG/AC.10/11/Rev.6

T.1 7 RERLI e N T.2 i FEIA Py "
Altitude simulation (it Passed Thermal test kit Passed
T.5 sl e T.4 a7l ik .
Vibration 2% Passed it &% Passed
External short circuit frit Passed Crush Frif Passed
e Y
T.7 LREFEHE £ Passed T.8 SR £k Passed
Overcharge Forced discharge
38.3.3 (D / 38.3.3(g) / B
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e ST/SG/AC.10/11/Rev.6 38.3 #rifE 43K . The tested samples meet the requirements of test-
Conclusion items of the UNITED NATIONS "Recommendations on the TRANSPORT “OF
DANGEROUS GOODS" Manual of Tests and Criteria ST/SG/AC.10/11/Rev.6 38.3
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